









IS: 3667 : 1993

TEXTILES – B-TWILL JUTE CLOTH - SPECIFICATION

(Second Revision)

	Sl. No.
	Characteristic
	Requirement

	i)
	Corrected mass per square metre, g
	643+64

-48

	ii)
	Ends per dm

   Tolerance
	76

+4

-3

	iii)
	Picks per dm

   Tolerance
	31

+2

-1

	iv)
	Width, cm

   Tolerance
	57,61 or 67.5

+4

-0

	v)
	Breaking load of cloth (Min) (ravelled strip method, 10x20 cm)

a) Warpway : Average

b) Weftway : Average


	1570 (160)

1620 (165)

	vi)
	Moisture regain
	22 percent, Max

	vii)
	Oil content on dry deoiled material basis
	8.0 percent, Max


