









IS : 9685 : 1981

SPECIFICATION FOR 

SAND BAGS, UNPROOFED AND CUPRAMMONIUM PROFFED

Table 1: Requirements for Sand Bag

	Sl.No.
	Characteristic
	Requirement

	i)
	Dimensions, cm:

a) Length

b) Width


	84+3

    -0

36+3

    -0

	ii)
	Mass per bag, g:

a) Unproofed bag

b) Proofed bag
	170+8

      -2

190+8

      -2

	iii)
	Breaking load of seam (Strip method; 5x20 cm), N (kgf), Min:

a) Warpway

b) Weftway
	215 (approximately 22)

215 (approximately 22)

	iv)
	Moisture regain percent, Max:

a) Permissible

b) Contract
	17

16


