








IS: 9755 – 1985

SPECIFICATION FOR HIGH DENSITY POLYETHYLENE  (HDPE)

WOVEN SACKS FOR PACKING FERTILIZERS

(First Revision)

First reprint February 1987

Table 1: Requirements of HDPE Sacks

	Sl.No.
	Characteristic
	Requirement

N*, Min

Type 1
	Requirement

N*, Min

Type 2

	i)
	Breaking load on 5.0x20 cm strip

a) Widthwise

b) Lengthwise
	850

680
	700

600

	ii)
	Seam breaking load

a) Side seam

b) Bottom seam
	390

310
	390

310


