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SPECIFICATION FOR JUTE BAGGING FOR WRAPPING COTTON BALES

Fifth Reprint February 1986

Table 1: Physical Requirements of Jute Bagging

	Sl.No.
	Characteristic
	Requirement

	i)
	Length
	244.0 cm (96 in), Min

284.5 cm (112 in), Max

or

274.5 cm (108 in), Min

284.5 cm (112 in), Max

	ii)
	Width
	121.0 cm (47½ in), Min

127.0 cm (50 in), Max

	iii)
	Weight at 13.75 percent moisture content, g/m (oz/yd)
	992±62 g (32±2 oz)

	iv)
	*Ends/30.5 cm(12 in)Moisture regain
	41(41), Min

	v)
	*Picks/30.5 cm(12 in)
	25(25)Min

	vi)
	+tex (grist) of:

a) Warp

b) Weft


	Equal to or higher than the tex (grist) of weft but not less than 2 585 tex( 75 grist)

1 380 tex (40 grist), Min




* 
The ends and picks per unit length are also known as ‘warp yarn count’ and ‘weft yarn count’ respectively, in some countries, particularly in USA.
