






IS : 10036 (PARTS 1 AND 11) : 1982

SPECIFICATION FOR JUTE CANVAS

Part II Fine, 660 g/m²

Table 1 : Requirements of Jute Canvas

	Sl.No.
	Characteristic
	Requirement

	i)
	Width, cm
	**

	ii)
	Mass, g/m²
	660±35

	iii)
	Ends/dm
	134±4

 

	iv)
	Picks/dm
	70±4



	v)
	Breaking load (ravelled strip method; 10x20 cm), kgf*, Min.

a) Warpway

b) Weftway
	-



	vi)
	Moisture regain percent, Max
	14

	vii)
	Oil content percent on dry deoiled material basis, Max
	6


* 1 kgf = 9.8 N approx

**
The nominal width of the fabric shall be as specified in the contract or order.


A tolerance of   + 3 cm for nominal width up to and including 100 cm and 

                                       ˉ 0


  + 3 percent for nominal widths over 100 cm shall be applicable. 

               ˉ 0

