







IS: 12001 : 1987

SPECIFICATION FOR JUTE SACKING CLOTH FOR CEMENT BAG

Table 1: Specification Requirements of Jute Sacking Cloth for Cement Bags

	Sl.No.
	Characteristic
	Requirement

	i)
	Mass per square metre, g


	685+68

- 50



	ii)
	Ends per dm
	68±4 

	iii)
	Picks per dm
	39±2

	iv)
	Width, cm
	71+4

     -0

	v)
	Breaking load of cloth (on 10x20 cm strip):

N (kg), Min

Warpway, Average

Weftway, Average


	1 570 (160)

1 810 (185)



	vi)
	Moisture regain
	22 percent, Max

	vii)
	Oil content on dry deoiled material basis
	8 percent, Max


Note :
The width of sacking cloth shall be 71 cm or as agreed to between the buyer and the seller. However, for the agreed width, the same tolerance of +4 cm shall apply.
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