









IS : 12626 : 1989

LAMINATED JUTE BAGS FOR PACKING MILK POWDER – SPECIFICATION

Table 1: Requirement of Laminated Jute Bags for Packing Milk Powder 

[(Clauses 4.6, 7.1(c) and 7.1 (d)]

	Sl.No.
	Characteristic
	Requirement

	i)
	Dimension, cm (See Note)

a) Outside length, cm

b) Outside width, cm
	101.5+3

         -0

48+3

    -0

	ii)
	Breaking load of laminated fabric (cut strip method) (10x20 cm) N (kgf*), Min.

a) Warpway

b) Weftway


	1765(180)

1080(110)

	iii)
	Breaking load of seam (cut strip method: 5x20 cm) N (kgf*), Min

a) Side seam

b) Bottom seam
	540(55)

390(40)


Note
Other sizes may also be used at the option of the buyer subject to the same tolerance of 

+3


 -0 cm  for length and width. It is, however, essential to keep adequate free space as stated in the foreword.

* kgf = 9.8 N approx.

