IS: 4744 : 1991

TEXTILES – PACKAGING OF JUTE PRODUCTS IN ROLLS - SPECIFICATION

(First Revision)

Table 1: Requirements of Packing Materials

(Clauses 4 and 6.1.4)

	Sl. No.
	Function
	Material
	Requirement

	i)
	Inside covering (See Note)
	Single layer of polyethylene sheet of thickness 40 μ m (23 g/m²), Min or 

Mutually acceptable waterproof material
	-

	ii)
	Roll covering


	Jute cloth


	Hessian fabric not less than 229 g/m², 38 ends/dm x 35 picks/dm

	iii)
	Sewing
	Jute twine
	Breaking load of all strands 18 kg Min

(For method of test, see IS: 1670:1970))


Note
In case of packaging of carpet backing fabric rolls, the inside covering of polyethylene sheet shall be invariably used, and it will be adequate to use only one layer of jute cloth.

