








IS: 2789 : 1964

INDIAN STANDARD

SPECIFICATION FOR SPECIAL PROOFED PAULINS (TARPAULINS)

Table 1: Chemical Requirements of Special Proofed Paulins (Tarpaulins)

	Sl.No.
	Characteristic
	Requirement

	i)
	pH of aqueous extract  

 
	6 to 8

	ii)
	Paraffin wax content (matter extractable with carbon tetrachloride), percent by weight, Min
	4

	iii)
	Ash content, percent by weight, Max
	7

	iv)
	Aluminium oxide content (as A1203) percent by weight, Min
	0.4


